REPAIR AND SEALING OF EXISTING PAVEMENT CRACKS: 
7‑1‑95
Description:
Clean and seal all existing pavement cracks in excess of 1/4" prior to resurfacing.  Seal the cracks with hot‑poured rubber asphalt meeting the requirements of Article 1028‑2 of the Standard Specifications.  Allow the joint sealer to dry tack free prior to placing traffic on sealed area of roadway.  

Method of Measurement:
The quantity of repair and sealing existing pavement cracks to be paid for will be the length of miles along the project where the work has been performed.  Measurement will be made horizontally along the centerline of the project to the nearest hundredth of a mile.  Measurement will not be made along any intersecting roads and streets.  

Basis of Payment:
The quantity of repair and sealing existing pavement cracks, measured as provided for above, will be paid for at the contract unit price per mile for "Repair and Sealing Existing Pavement Cracks".  Such price and payment will be full compensation for repair, cleaning, sealing sealer, and all incidentals necessary to complete the work.              

Payment will be made under:  

Repair and Sealing of Existing Pavement Cracks
Mile
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