ROCK EMBANKMENT:






7‑1‑95

Description:

Construct the rock embankments in accordance with Sections 230 and 235 of the Standard Specifications, the detail shown on the plans and the following provisions: 

Materials:

Use blasted rock to construct the rock embankments detailed on the plans and at locations shown on the plans or directed by the Engineer.  Provide blasted rock that meets the following requirement:


Class VII in accordance with Article 1016‑3 of the Standard Specifications.  

No rippable rock will be permitted in the above described embankments. 

Density requirements will not apply to rock embankments, but construct the formation of rock embankments as outlined above. 

Method of Measurement:

The quantity of rock embankment to be paid for will be the actual number of tons (metric tons) of rock embankment which has been incorporated into the completed and accepted work. 

The rock embankment will be measured by being weighed in trucks on approved platform scales or by other approved weighing devices. 

Basis of Payment:

The quantity of rock embankment, measured as provided for above, will be paid for at the contract unit price per ton (metric ton) for "Rock Embankment".  Such price and payment will be full compensation for all work covered by this provision including but not limited to furnishing, hauling, placing, and maintaining the rock embankment.         
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Payment will be made under:  

Rock Embankment……………………………………………………..Ton (Metric Ton)

