LIME AND CEMENT TREATED SOIL





11-18-03

Revise the 2002 Standard Specifications as follows:

Page 5-4, Article 501-8.  In the second sentence of the first paragraph, change 40 days to 24 days.

Page 5-28, Article 542-7.  In the second sentence of the first paragraph, change 45 days to 24 days.












SP5R20

Use this provision when project has lime/chemical stabilization of the subgrade; revised 09-09-03 per Randy.
