SELECT GRANULAR MATERIAL:
	(3-16-10)
	SP2 R80


Revise the Standard Specifications as follows:

Page 2-29, Delete Section 265 SELECT GRANULAR MATERIAL and replace it with the following:
SECTION 265
SELECT GRANULAR MATERIAL
265-1
Description

Furnish and place select granular material in accordance with the contract or as directed by the Engineer.
265-2
Materials

Refer to Division 10 of the Standard Specifications.
	Item
	
	Section

	Select Material, Class II
	
	1016

	Select Material, Class III
	
	1016


265-3
Construction Methods

Use Class II or III Select Material over fabric for soil stabilization and only Class III Select Material for backfill in water.
Place select granular material to 3 ft above fabric and water level.

265-4
Measurement and Payment

Select granular material will be paid for as Select Granular Material unless the material is obtained from the same source as the borrow material and the contract includes a pay item for Borrow Excavation.  When this occurs, select granular material will be paid for as Borrow Excavation in accordance with Article 230-5 of the Standard Specifications and no payment for Select Granular Material will be made.

Select Granular Material will be measured and paid for in cubic yards.  When Undercut Excavation is in accordance with Section 226 (Comprehensive Grading) of the Standard Specifications and the Engineer requires undercut to be backfilled with select granular material, the second sentence of the sixth paragraph of Article 226-3 will not apply, as payment for the backfill will be made as specified in this provision.
Select granular material will be measured by in place measurement in accordance with Article 230-5 of the Standard Specifications or by weighing material in trucks in accordance with Article 106-7 of the Standard Specifications as determined by the Engineer.  When select granular material is weighed in trucks, a unit weight of 135 pcf will be used to convert the weight of select granular material to cubic yards.  At the Engineer’s discretion, truck measurement in accordance with Article 230-5 of the Standard Specifications may be used in lieu of weighing material in trucks.
The contract unit prices for Select Granular Material and Borrow Excavation as described above will be full compensation for furnishing, hauling, handling, placing, compacting and maintaining select granular material.

Payment will be made under:
	Pay Item
	Pay Unit

	Select Granular Material
	Cubic Yard
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