OPEN GRADED ASPHALT FRICTION COURSE:
	(10-20-09)
	SP6R04


Revise the 2006 Standard Specifications as follows:

Page 6-55, Article 650-2 Materials, insert the following at the end of the list of items.
	Reclaimed asphalt shingles
	1012-1(F)


Page 6-57, Subarticle 650-3(B), Mix Design Criteria, insert the following as the fourth paragraph.

Reclaimed asphalt shingle (RAS) material may constitute up to 6% by weight of total mixture.  The maximum percentage of binder contributed from reclaimed asphalt material will be 20% of the total binder in the completed mix.
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